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Experimental studies of the vapor phase nucleation of refractory
compounds. V. The condensation of lithium
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Lithium nucleation was studied over the range of 830–1100 K in a gas evaporation apparatus
yielding supersaturation ratios of approximately 300 to 7 over this temperature range, respectively,
at an estimated flux of 109 cm23 s21. During runs we observed the same fluorescence phenomena
due to atomic lithium vapor and the lithium dimer as noted by other researchers. The measured
supersaturations are much higher than the values predicted by Classical Nucleation Theory.
Modifications to Classical Nucleation Theory to account for the presence of dimers in the lithium
vapor do not seem to account for this discrepancy. The data and Scaled Nucleation Theory agree
fairly well at the lower temperature range, but at the higher end of the temperature range the data
have a steeper drop in the supersaturation values than predicted by Scaled Nucleation Theory.
© 2000 American Institute of Physics.@S0021-9606~00!01234-4#
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I. INTRODUCTION

There has been considerable experimental and theo
cal research on the gas phase nucleation of volatile s
stances such as water, alcohols and a variety of organic c
pounds. These materials typically nucleate under l
supersaturation, low nucleation flux conditions and, des
its obvious shortcomings, the Classical Nucleation The
~CNT!,1 often does a fair job in predicting the condensati
behavior of these compounds. In contrast, experime
nucleation data on metals and other refractory compou
are typically characterized by high degrees of supersatura
and fluxes and little, if any, agreement between data and
Classical Nucleation Theory or its modifications such as t
by Lothe and Pound.2,3

To date, the only agreement between experime
nucleation data for a refractory species and Classical Nu
ation Theory is a study of cesium by Chaet al. using an
upward thermal diffusion cloud chamber.4 Rudeket al. have
recently repeated these cesium experiments using a n
redesigned thermal diffusion cloud chamber and were abl
extend the temperature range of the cesium data by oper
the chamber in the downward mode.5,6 In the upward mode,
phoretic forces placed a lower temperature limit on the av
able data range. By operating in the downward mode th
forces become negligible and these researchers were ab
extend the range of critical supersaturation data for ces
over the temperature range of 289–554 K. In order
achieve reasonable agreement between the Internally Co
tent Classical Theory~ICCT! and the data, the ICCT neede
to be modified by a factor of 2. It should be noted that t
behavior is quite similar to that found in lower-temperatu
nonmetallic systems such asn-alkanes.5

In addition to the diffusion cloud chamber, refracto
nucleation has been studied using the shock tube techniq7,8

and the gas evaporation method.9–11 The cesium diffusion
4090021-9606/2000/113(10)/4093/10/$17.00
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cloud chamber study is the only known agreement betw
the Classical Theory and refractory nucleation—the o
other agreement between experiment and theory is for
eral gas evaporation studies of silver, SiO and magnes
and Scaled Nucleation Theory~SNT!.11,12In general the data
from these three experiments are consistent with the pre
tions of Scaled Nucleation Theory, although it should
noted that a more detailed inspection of the magnesium s
showed that some of the parameters derived from the
were slightly outside the range predicted by the theory.11

The goal of this work is to provide additional data on t
condensation of refractory materials and to compare th
data with the predictions of both Classical Nucleati
Theory ~CNT! and Scaled Nucleation Theory~SNT!. We
have chosen lithium in this study because of its relativ
high volatility in comparison with other refractories and b
cause of its predicted similarity to previous work on magn
sium. Another interesting feature of lithium is that the eq
librium vapor contains a small quantity of lithium dimer
higher temperatures.

Several researchers have studied the evaporation
condensation of alkali metals in the past. Mann and Bro
studied the plasma resonance light scattering of these sp
using a gas evaporation apparatus over pressure ranges
0.5 to 200 Torr.13 Vapor leaving the furnace condensed in
particles which the authors estimated to be approximate
nm in diameter and these particles tended to grow as t
traveled in the flowing inert gas stream. For lithium in pa
ticular, Mann and Broida observed fluorescence from
670.8 nm resonance transition of the lithium atom and
tween 460–550 nm due to the lithium dimer. Mochizuki a
Sasaki recently made a more refined spectral analysis o
thermal evaporation of lithium, measuring the extincti
spectra as both a function of heating time and position ab
the crucible source.14 Depending upon operating condition
3 © 2000 American Institute of Physics
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the authors were able to produce two distinct zones;
consisting mostly of lithium atoms and dimers and a sec
containing larger aggregates or ‘‘microcrystals.’’ Like Man
and Broida, Mochizuki and Sasaki measured a sharp spe
line at 670.8 nm due to theS–P electronic transition of
atomic lithium. Later as the temperature of the crucib
source increased~thereby increasing the lithium vapor con
centration! broad bands appeared at 600–800 nm and
450–550 nm; both of these features are evidence of
lithium dimer.

II. EXPERIMENT

A cross sectional diagram of the apparatus used in
work is shown in Fig. 1. The gas evaporation apparatu
similar to the one used in previous experiments and
reader is referred to these works for more detai
descriptions.9–11 The material to be vaporized is place
within a small electrically heated furnace and this furna
assembly is enclosed within a stainless steel bell jar. Du
an experiment the chamber is evacuated using a combina
of mechanical and diffusion pumps and filled with a mod
ately low ~100–300 Torr! pressure of helium. Heating is ini
tiated and, at a sufficiently high temperature, a buoy
plume of condensing refractory material forms appro
mately 1–2 cm above the crucible. There is a distinct int
face between the vapor-rich region just above the cruc
and the particle-rich region of the smoke plume.

Temperature at the crucible source is measured usin
stainless steel sheathed, 0.32 cm~0.125 in! diameter, type-K
thermocouple while the temperature at the smoke cloud
terface is measured using a movable thermocouple assem
This assembly consists of two stainless steel rods attache
a moveable stage which can be used to track the slight m

FIG. 1. Cross-sectional diagram of the experimental apparatus.
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ments of the vapor/smoke interface. A thin-wire, 0.0254
~0.010 in.! diameter, uninsulated type-K thermocouple
stretched across the two leads such that the junction is pla
directly over the center of the crucible. Placing the therm
couple in this manner provides the maximum amount of
gidity in junction location, while maintaining a minimum
amount of disturbance to the smoke cloud.

In previous work, the concentration of the generated
pors was not measured directly, but estimated using a sim
model of the vapor transport. Because of the strong conv
tive currents in the system it has typically been assumed
the refractory vapor is confined to a buoyant plume and
undiluted from its crucible source. The vapor pressure at
source can be estimated from the measured temperatu
the crucible and equilibrium vapor pressure data.

To test this assumption and to provide a more dir
method of measuring the vapor concentration we have ad
a monochromater to the gas evaporation system so tha
concentration can be measured directly using a sim
atomic absorption measurement. Signal intensity is meas
using a photomultiplier detector and the monochromater
be scanned over the desired wavelengths via computer
trol. A xenon arc lamp provides a continuum light source
the absorption measurement and is also used to illumin
the smoke cloud for viewing. To provide an estimate of t
nucleation flux a series of particle extinction measureme
were made using the same arc lamp and monochromater
tem. Unfortunately, because of the lack of available po
and space these extinction measurements could not be
formed in conjunction with the nucleation measurements,
were performed under conditions as near to those of
nucleation measurements as possible.

In previous experiments with magnesium, the metal w
heated within an alumina crucible surrounded by a tungs
heater basket. This assembly did not work for lithium b
cause of the extremely corrosive nature of the hot liq
lithium. When heated, the liquid lithium would quickly cor
rode and destroy the alumina crucible. Mann and Broid13

noted this same corrosive attack by lithium and it is presu
ably the reason Mochizuki and Sasaki used a stainless
crucible in their work.14 Because of this problem the furnac
assembly has been changed from the design used in prev
experiments to the one shown in Fig. 2. To contain
lithium we fabricated a crucible from a cylindrical rod o
stainless steel. A 1.27 cm~0.5 in.! diameter hole was drilled
in the top to accommodate the lithium metal while a th
mowell was drilled through the bottom for the crucible the
mocouple probe. This allowed accurate measurement of
crucible temperature without intimate contact with the cor
sive lithium, thereby increasing thermocouple life. The te
perature inside the furnace was checked by placing a t
mocouple in an empty crucible and running the system o
the temperature range of interest. This steel crucible w
electrically insulated from the furnace using an alumina tu
For the furnace element we opted to switch to a graph
furnace which provided more uniform heating of the crucib
and a greater temperature operating range than the tung
baskets used previously.
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III. RESULTS

A. Calibration and test of the absorption system

To test and calibrate the absorption system we c
structed the small cell and furnace assembly shown in Fig
As shown in the figure there is a small, hollow steel calib
tion cell which has caps on both ends. A small hole is pla
in the body of the cell and a thermocouple is inserted i
this thermowell to measure the temperature of the cell. T
cell is enclosed within a large graphite heater and this he
is covered with a cylindrical piece of steel in order to min
mize radiative losses from the heater. Two different size c
are used to provide different absorption path lengths,
both are shorter in length than the graphite heater so
temperature gradients within the cell are minimized. The s
tem is oriented in the bell jar apparatus such that the
lamp/monochromater optical path falls through the center
of the cylindrical steel cell.

FIG. 2. Cross-sectional diagram of the stainless steel crucible and fur
assembly.

FIG. 3. Steel cell and graphite furnace assembly used to calibrate and
the absorption system.
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During a calibration run, lithium metal is placed withi
the cell and heated to various temperatures at a total he
pressure of approximately 200 Torr. When the temperat
of the cell is steady, the absorption spectra of the lithiu
vapor is measured using the arc lamp and monochroma
The concentration of lithium vapor used in this work is re
tively high and the absorption features are significan
broadened by the pressure and doppler terms. Therefo
curve of growth analysis is used to correlate the vapor c
centration with the measured absorption signal.

The equivalent width,Wn , of a spectral absorption line
is given by15

Wn5E I 02I n

I 0
dn5E 12

I n

I 0
dn, ~1!

where I 0 is the intensity of the light source,I n is the fre-
quency dependent intensity after absorption, and the inte
tion is taken over the frequency range of the absorption f
ture. Substituting the Beer–Lambert Law gives

Wn5E 12exp@2knL#dn. ~2!

wherekn is the absorption coefficient andL is the path length
over which absorption occurs. The absorption coefficient o
line at a frequency,n0 , is assumed to follow a Voigt profile
namely,

kn5k0

a

p
E

2`

1` exp@2y2#

a21~v2y!
dy, ~3!

wherek0 is the absorption coefficient broadened by the Do
pler term alone. The term,a, is the natural damping ratio o
the Voigt damping ratio of the distribution and is given b

a5FDnN1DnL

DnD
GAln 2 ~4!

and represents the ratio of the natural,DnN , and Lorentzian,
DnL , broadening terms to the Doppler broadening,DnD . In
Eq. ~3!,

v5
2~n2n0!

DnD
Aln 2 ~5!

and

y5
2d

DnD
Aln 2, ~6!

whered is a variable distance from the point, (n2n0).
The termk0 is the purely Doppler-broadened absorpti

coefficient and is given by

k05
2

DnD
Aln 2

p

pe2

mec
N f , ~7!

whereN is the number of absorbing species,me ande are the
mass and charge of an electron, respectively,c is the speed
of light, andf is the oscillator strength of the absorption lin

When the absorbing sample is optically-thin, i.e., (knL
!1), the equivalent width is given by

ce

est
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Wn5
pe2

mec
N f L. ~8!

Therefore a plot of log(Wn) vs log(NfL) gives a straight line
with a slope of 1.0 at these concentrations. It is importan
note that if the oscillator strength and path length are ac
rately known, then there are no other free parameters in
relationship between the equivalent width and concentra
in the optically-thin regime. This is not true of samples
higher concentrations. If the sample is optically thick, (knL
@1), the equivalent width is

Wn}A~N f L!, ~9!

so that the slope of the curve changes to 1/2. The point wh
this transition in slope occurs is governed by the Vo
damping ratio,a. Consequently, at these higher concent
tions there is an additional unknown which arises in
Lorentzian broadening term,

DnL5
2

p
sL

2N2A2pRTF 1

M1

1
1

M2
G . ~10!

In Eq. ~10!, N2 andM2 are the number density and molec
lar weight of the background gas, respectively, andM1 is the
molecular weight of the absorbing species in the system.
unknown term in Eq.~10! is sL

2 ; it is an effective cross
section or optical cross section.

To characterize the system over both the low and h
concentration regions, six parameters are needed: the
perature,T, the pressure,P, the number of absorbers,N, the
oscillator strength,f, the path length,L, and the optical col-
lision cross section,sL

2 . Table I is a list of the two absorp
tion lines for lithium and their oscillator strengths.16 If the
temperature and pressure are known, andN is accurately
described by the vapor pressure data in this approxima
isothermal system, then the only unknown parameter is
optical cross section. Again, it is important to note that t
parameter only influences the higher concentration regio
the curve of growth.

Throughout this work, vapor pressure data for t
lithium atom and dimer were calculated using the followi
expression:

log~Pv!5A2
B

T
1CT1D log~T!, ~11!

wherePv is the vapor pressure in Torr,A, B, C, andD are
constants in the vapor pressure equation, andT is the tem-
perature in Kelvin. The vapor pressure constants for both
monomer and dimer are given in Table II.17

Data for the equivalent width for the 670.8 and 323.3 n
absorption lines were taken for two different absorption c
path lengths and the results are plotted in Figs. 4 and

TABLE I. Table of absorption lines and oscillator strengths for the lithiu
atom.

Wavelength~nm! Oscillator strength

323.26 0.00552
670.79 0.753
o
u-
he
n
t

re
t
-
e

e

h
m-

ly
e

s
of

e

ll
5,

respectively. Also shown as insets in these graphs are re
sentative plots of the absorption coefficients from which
curve of growth plots were constructed.

The axes in each plot are scaled by the Doppler wid
DnD . The 670.8 nm line has a stronger oscillator stren
and, at the level of detection of the system, most of
contribution to the equivalent width comes from broaden
of the wings of the absorption feature. This region of t
curve of growth is dominated by the damping parametera.
The theoretical curve also shown in Fig. 4 is based on
optical cross section,sL

2 of 9.8310216 cm2. This value was
computed based on a best fit to both the 670.8 and 323.3
absorption data. For comparison, the gray-shaded area in
4 shows a 50% variation in this value of the optical cro
section. This value for the optical cross section for t
lithium–helium system compares favorably with the expe
mentally measured value of 22310216 cm2 for the lithium–
nitrogen system given by James and Sugden.18

In Fig. 5, the lower concentration region of the 323.3 n
data lies on the theoretical curve. This is encouraging si
there are no adjustable parameters in this section of the c
of growth. This lends confidence to the fact that the abso
tion system, the method of data analysis, and the vapor p
sure data used are fairly accurate. Unlike the 670.8 nm d
the 323.3 nm data has a region where much of the increas
the equivalent width comes from an increase in the p

FIG. 4. Curve of growth plot for the 670.8 nm absorption feature from
calibration cell data. The theoretical curve of growth is based on an op
cross section ofsL

2 of 9.8310216 cm2 and the shaded area shows a 50
variation in this cross section and its effect on the theoretical curve
growth.

TABLE II. Table of the vapor pressure equation constants used in this w
for the lithium atom and dimer.

Species A B C D

Monomer 10.345 40 8 345.574 20.000 088 40 20.681 06
Dimer 18.378 49 11 139.618 0.000 163 4223.032 09
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height. Later, with increasing concentration, most of the c
tribution to the equivalent width comes from broadening
the line.

In the 323.3 nm data there is some deviation between
data and the theoretical prediction. These data represen
highest temperatures~and hence concentrations! in the cell.
There are end caps which enclose the cylindrical steel c
but vapor can still escape through the tiny holes used
optical access. At the very highest concentrations we bel
the amount of escaping vapor effectively increases the p
length and therefore leads to higher values for the equiva
width than expected for this region.

B. Lithium evaporation

In our experiments we observed the same lithium va
fluorescence phenomena as recorded by Mann and Bro13

and Mochizuki and Sasaki.14 As the temperature is increase
during a typical run, a faint orange–red glow appears by
extending radially above the crucible; this glow is due to
670.8 nm transition noted by both Mann and Broida13 and

FIG. 5. Curve of growth plot for the 323.3 nm absorption feature from
calibration cell data. The theoretical curve of growth is based on an op
cross section ofsL

2 of 9.8310216 cm2 and the shaded area shows a 50
variation in this cross section and its effect on the theoretical curve
growth.
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Mochizuki and Sasaki.14 As heating continues the glow be
comes stronger and spreads farther from the crucible. Lat
green glow appears directly above the top of the crucible—
this time the green glow is still surrounded by the red zo
Smoke eventually begins to form directly above the gre
region and the red glow is barely visible by eye. Examples
this green fluorescence and smoke formation are show
Fig. 6.

As shown in the figure there is a strong green glow, d
to lithium dimers, and a condensed smoke cloud direc
above the glow. Both the green glow and smoke plume
of comparable diameter; the condensed smoke cloud con
of a strong white core with blue edges.

Being able to view the lithium dimer in our preliminar
experiments gave us some insight into the mechanics of
vapor transport. It is quite likely that the glow of the dimer
a visual indicator of the region of highest concentration.
our previous work with magnesium it was assumed that
vapor leaving the top of the crucible was confined to a bu
ant plume and that the magnesium vapor concentration
essentially undiluted from that of the vapor source. Since
the old configuration the crucible opening was very nea
the same diameter as the heater itself, the diameter of
condensing smoke plume was almost always the same siz
the crucible diameter due to the upwelling, thermal conv
tive currents along the side of the heater basket. In the n
configuration, the cross-sectional area of the crucible op
ing is roughly 1/16 of the size of the total furnace cros
sectional area and hence there is much more spread in
vapor with increasing temperature and/or decreasing p
sure. To test this hypothesis we varied the chamber pres
while maintaining a constant source temperature. We fo
that with a decreasing pressure there was a conical sprea
the lithium dimer glow and a corresponding spread in
diameter of the smoke cloud. In addition the measured c
densation temperature also dropped with decreasing p
sure. Examples of this spread are shown in Figs. 6~a!–6~c!.
In each digitized photograph the temperature of the cruc
source is approximately the same, but the vapor cloud
spread as the pressure has been dropped from 195 To
shown in Fig. 6~a! to 25 Torr as shown in Fig. 6~c!. Also as
the spread has become greater, the density of smoke par
appears slightly lower than at the higher pressures and
edges of the smoke plume appear bluer in color. These t

al

f

roximately
FIG. 6. ~Color! Changes in the lithium smoke cloud vapor transport with pressure. The crucible sources shown in each of the photographs are at app
the same temperature (;1230 K!. The chamber pressure in each case is~a! 195 Torr,~b! 50 Torr, and~c! 25 Torr.
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suggest a drop in vapor concentration due to dilution. T
dilution may be due to enhanced diffusion at low
pressures/higher temperatures or decreased confineme
the convective flows, or a combination of the two. In su
mary, we decided to apply a simple correction for the spr
of the vapor based on the width of the dimer–smoke in
face relative to the diameter of the crucible source.

As in the work with magnesium it is assumed that t
vapor concentration within the crucible can be given by
equilibrium vapor pressure of the metal at the temperatur
the crucible. During a run the resulting smoke cloud is c
tured on videotape. Later this video is digitized and the
digitized data are used to calculate the diameter of the c
densation plume. If the plume diameter and crucible open
are of comparable size, then the vapor concentration sh
be nearly identical to that of the source. Otherwise a corr
tion factor based on the ratio of the cross sectional area o
plume and of the crucible opening is applied to the cal
lated vapor pressure. In the runs that we have performed
correction ranges down to about 0.06~for a smoke plume
several times larger in area than the crucible opening!. Im-
plicit in this assumption is that the vapor spreads out u
formly from the source.

The atomic absorption measurements will provide a
of whether this assumption about the spread of the vapo
justified when the data collected by the two methods is co
pared. Even before this comparison, there are several ind
tions that this is probably the case. First, as shown in Fig
there is obviously a spread in the lithium vapor. As the va
spreads, though, both the dimer concentration and the
sity of the smoke cloud appear to be uniform by eye in
radial direction. Second, the lithium nucleation front usua
tends to be flat and probably lies on an isotherm. If the va
profile were concentrated in a certain region, e.g., along
centerline, nucleation would occur closer to the heater at
point and farther away from the heater at the edges@see Fig.
6~a!#. The only way that the nucleation front would rema
fairly flat with an uneven spread in vapor is if the tempe
ture profile was exactly tailored to compensate for the va
tions in the concentration, a highly unlikely situation.

C. Concentration of the lithium dimer

The green fluorescence of the lithium dimer is qu
strong and the question arises whether there is a signifi
enhancement of the dimer concentration in the plume o
that expected from its equilibrium vapor pressure. At t
typical temperatures of the experiment, the equilibrium m
fraction of the dimer is roughly 0.5%–3%. Using the ca
bration cell data and several measurements of the typ
plume found in our nucleation experiments, we were able
check for any significant departures from these equilibri
values.

This check was done by measuring the equivalent wi
of the lithium dimer feature with respect to the equivale
width of the lithium atom absorption feature. By compari
equivalent widths of these features and not converting
absolute concentrations, departures from equilibrium are
ily seen without introducing possible errors due to pa
length measurements.
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Spectral scans were made of the monomer and di
features in the calibration cell and the results are shown
Fig. 7. These cell data are plotted as circles in the figure
are fitted by a least squares line. Also shown as an inse
the figure is a representative plot of the dimer absorpt
coefficient used to calculate the data. Although there is c
siderable scatter in this fit, there seems to be a direct, rou
linear relationship between the strength of the dimer feat
and the monomer absorption. The unconfined plume data
shown as gray squares in Fig. 7. Most of these data po
follow the same trend, while there are a few points above
to the left of the fitted line. From these data it appears t
there is no significant enrichment of the dimer in the plum
over the data obtained in the equilibrium cell.

D. Extinction measurement

In a previous study with magnesium we did not attem
to measure the nucleation flux, but merely reported our b
estimate of this value. To provide a more confident estim
of the flux in this case we performed a simple particle e
tinction measurement using the same monochromater
lamp system as used in the absorption measurements. Th
done by moving the heater assembly down slightly so t
the optical path passes through the condensed smoke
ticles.

The attenuation of the light intensity,I, by the smoke
particles is given by the Beer–Lambert law,

I 5I 0 exp@2gL#, ~12!

where I 0 is the unattenuated intensity,g is the extinction
coefficient, andL is the length over which extinction occurs
For a polydisperse system of spherical particles, the ext
tion coefficient at any wavelength,l, is given by

g~l!5(
i

S p

4
di

2DN~di !Qext~di ,l,m!, ~13!

FIG. 7. Comparison of the equivalent widths of the lithium dimer featu
and the equivalent width for the monomer at 323.26 nm. Shown in the i
is a typical dimer absorption coefficient spectrum used to prepare the p
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wheredi is the diameter of particles of sizei, N(di) is the
total number of particles of size,i, andQext is the extinction
efficiency factor of particles of size,i, at wavelength,l, and
complex index of refraction,m. In Eq.~13!, the summation is
over all particles sizes.

Assuming a lognormal distribution of particle size
~typical of gas condensed particles!, the functionN(di) can
be described by three parameters:Ntotal, the total number of
particles in the system and the two parameters character
the size distribution, the geometric mean diameter,dg , and
the geometric standard deviation,sg .

In this work, the extinction was measured over the wa
length range of 350–650 nm. This measurement was m
while the plume was extremely steady and typical of the k
observed during the nucleation runs. The pathlength o
which extinction occurred was measured from digitiz
video images of the plume during the run and the extinct
efficiency factor was calculated using Mie scattering the
for the various particle sizes, wavelengths and refractive
dexes. Data for the wavelength dependent refractive inde
were taken from Ref. 19.

With these data available, the only unknowns in the s
tem are the total number of particles and the two parame
characterizing the lognormal distribution,dg andsg . Figure
8 is a plot of the measured extinction spectra of the lithi
smoke plume. At each of these points, there will be an
tinction that depends on these three unknowns:Ntotal, dg ,
andsg . A least squares fit to the data points making up F
8 yields a geometric mean diameter,dg , of 267 nm, a geo-
metric standard deviation,sg of 1.13, and a total concentra
tion of particles ofNtotal of ;2.03107 cm23. This fitted
result is also shown by the larger, dashed line in Fig. 8.
a lognormal distribtuion, 67% of the particles lie within th
size ranges of (dg /sg) and (dgsg). In this particular case
these limits correspond to 235 and 303 nm, respectiv

FIG. 8. Plot of the measured particle extinction spectra and of a le
squares lognormal particle size distribution fit to the data. The fitted d
yield a geometric mean particle diameter,dg , of 267 nm and a geometric
standard deviation of,sg , of 1.13. The total number density of particle
is calculated as;2.03107 cm23.
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Particles produced by gas condensation tend to have a f
narrow size distribution and these data seem to indicate
this is the case for these lithium particles. These part
sizes and the size-distribution data are also similar to m
surements made in our lab by two different methods~photon
correlation spectroscopy and SEM analysis! on magnesium
using a similar gas-evaporation apparatus.20 It is also impor-
tant to note that at the point where the extinction is m
sured, the particles have probably undergone most of t
growth. The initially condensed particles are expected to
much smaller.

To calculate the flux of particles we must still estima
the velocity of the particles in the plume at the point
measurement. Based on numerical simulations of the fl
we estimate a plume velocity of;30 to 50 cm s21, and this
implies a nucleation flux of;109 cm23 s21.

E. Nucleation data

As stated earlier, a xenon arc lamp was used to illum
nate the lithium smoke front. Because of the low ionizati
potential of lithium~5.4 eV!, it is possible that the arc lamp
could cause ion-induced nucleation. To test for this possi
ity we made a series of runs in which the position of t
smoke cloud was compared using the arc lamp and a He
laser beam~632.8 nm!. If ion-induced nucleation is signifi-
cant, the position of the nucleation front should change w
the switch from the arc lamp to laser illumination. We d
not observe any discrepancy in the position or shape of
nucleation front and conclude that ion-induced nucleation
not a significant effect in this work.

Data were collected over an ambient pressure range f
100 to nearly 300 Torr. At lower pressures the spread in
smoke cloud was more pronounced and at higher temp
tures the flow within the chamber became less stable
more ‘‘turbulent.’’ An ambient pressure of approximate
200 Torr provided a good compromise between these
effects and most of the data were collected at this press

As noted earlier, nucleation data were collected by t
methods: the temperature at the point of nucleation was m
sured and~1! the vapor-phase lithium monomer concentr
tion was estimated by a spectroscopic measurement of
vapor concentration, or~2! the vapor-phase lithium monome
concentration was estimated by measuring the temperat
of the crucible source and assuming uniform expansion
the vapor transport. In both cases the width of the conde
ing plume was measured. For the spectroscopica
determined data, this width was used as the path length
which absorption occurred. For the temperature/mod
determined data it was used to determine the dilution fac
applied to the vapor concentration. As explained earlier,
dilution factor was taken as the ratio of the area of the va
source~area of the crucible opening! to the cross-sectiona
area at the point of condensation~cross-sectional area of th
base of the condensing plume!.

The spectroscopic data are plotted in Fig. 9. These d
cover a 270 K temperature span and the supersatura
range from;200 at 830 K to;10 at 1100 K. Unfortunately,
there is a large amount of scatter in the data and fewer po
at the highest temperatures.
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For comparison, the predictions of Classical Nucleat
Theory are also plotted in this figure. Classical Nucleat
Theory predicts the following relationship for the conden
tion flux, J:

J5S 2s

pmD 1/2

VN1
2 expF 216ps3V2

3k3T3~ ln S!2G , ~14!

where s is the surface free energy,m is the mass of the
condensing molecule,V is the volume of the condensin
molecule,N1 is the number density of the monomer, andk is
Boltzmann’s constant. The Classical Nucleation The
curve shown in Fig. 9 is found by solving Eq.~14! for Sover
the temperature range using the bulk density of lithium,
lithium surface free energy of 398 erg cm22 ~Ref. 21! ~value
of the surface free energy at the melting point!, and our
estimate of the flux (;109 cm23 s21! calculated in the pre-
vious section. All of the spectroscopically determined d
points lie above the CNT predictions.

Because the flux in Eq.~14! is so sensitive to the valu
of the surface free energy, the large discrepancies betw
the CNT and the data can be resolved by using a larger v
of the surface tension. For example, using the melting p
value of the surface tension, 398 erg cm22, CNT would pre-
dict fluxes as high as 1020– 1022 cm23 s21 for the supersatu-
ration values measured in this work. Yet these fluxes
reduced to;109 cm23 s21 if the value of the surface tensio
is increased to approximately;550 erg cm22—a roughly
40% increase over the melting point value.

There is an interesting contrast between this work w
lithium and previous work with magnesium. A comparis
between the magnesium data and classical theory sho
that, using a value of the bulk surface tension for magnes
at the melting point, classical theory greatly underpredic
the possible range of fluxes. Also since much of the mag

FIG. 9. Nucleation data collected from the absorption spectra of the 323
line. Also shown in the plot are the predictions of Classical Nucleat
Theory~CNT!, Katz–Saltsburg–Reiss Theory~KSR! for associated vapors
and Scaled Nucleation Theory~SNT!. The gray shaded area are the pred
tions of Scaled Nucleation Theory based on a lithium critical temperatur
27006100 K.
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sium condensation temperature data fell below the mel
point and presumably the solid magnesium would hav
higher surface energy than that of the liquid, the fluxes c
culated via classical theory could be even smaller. In the c
of lithium, all of the data has been collected above the m
ing point and therefore the surface tension should be lo
than the melting point value used in this analysis. Yet
lower value of the surface tension would predict even hig
fluxes, thus increasing the discrepancy between the data
classical theory.

Lithium has a small, but appreciable concentration
dimer in its equilibrium vapor. Katz, Saltsburg, and Re
~KSR!, developed a modification to CNT to account for th
presence of such associated species.22 Counter to intuition,
higher critical supersaturations are needed when assoc
species are present over the case where only the monom
present. Alternatively, this means that, for a given supers
ration, the flux of particles is reduced in the presence
associated species. For some vapors in which o
;1% – 2% of the vapor is associated, the effect can be
small as to be masked by the uncertainty in the experim
Katz et al. does give an example for bismuth in which th
results are more dramatic. Bismuth at 1100 K is nearly
equimolar mixture of the monomer and dimer. Classi
Nucleation Theory would predict a critical supersaturation
13.9 at this temperature. In contrast, after accounting for
associated species, this value is increased to 46.0—a
matic change in the critical supersaturation.22

Talanquer and Oxtoby have recently re-examined ga
liquid nucleation in associating liquids using a densi
functional approach to such systems.23 They note that CNT
tends to fail rather drastically in associating systems, yie
ing critical supersaturations that are often significantly low
than the experimental data. For example Heistet al. studied
the nucleation of acetic acid which has a very significa
concentration of dimer in the vapor.24 Much of their mea-
sured critical supersaturation data were nearly twice as h
as the predictions of typical CNT~assuming all monomer in
the vapor!, and their results were more closely aligned w
the KSR predictions. Later experiments with formic and p
panoic acids gave similar behavior—experimentally m
sured critical supersaturations much higher than the typ
CNT predictions and just slightly lower than the KS
predicitions.25 Talanquer and Oxtoby note that CNT tends
underestimate the nucleation barrier height and that K
corrects much of this error. Talanquer and Oxtoby’s dens
functional approach to the problem predicts critical sup
saturations slightly lower than KSR, yet well above the CN
estimate.23

To check whether this result would have any sign
cance in this work we recalculated the Classical Theory p
dictions using the modifications as suggested by Katzet al.
for associated species. For the concentration of dimers
given by the vapor pressure expressions in Table II, the C
result and its modifications due to associated species w
virtually indistinguishable. Because these vapor press
data can vary, we also calculated the results based on
dimer data given by Douglaset al.26 The dimer pressures
given in this reference are roughly a factor of 2 higher th

m
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those given by the vapor pressure equation in Table II.
Using these new dimer vapor pressure data, a plo

CNT modified to account for association is shown in Fig.
Although these data produce an effect on the supersatura
which is noticeable, the change in supersaturation with
spect to typical CNT values is many times smaller than
experimental error in this work. In this case the predic
change over the CNT is slight, and the differences betw
the two predictions increase very slightly towards high
temperatures where the relative amount of dimer in the va
increases.

Scaled Nucleation Theory predicts the following re
tionship between the critical supersaturation,Scr and the con-
densation temperature,T for a flux of 1 cm23 s21,27

ln Scr'GV3/2FTc

T
21G3/2

. ~15!

The quantityV denotes the negative partial derivative wi
respect to temperature of the surface tension per mole
~also known as the excess surface entropy per molecule! and
typically ranges from 1.5 to 2.2—for most substancesV has
a value of approximately 2.0.Tc is the critical temperature o
the material, andG is a weak function of the temperature an
supersaturation, approximately equal to 0.53. For flu
larger than 1 cm23 s21, the critical supersaturation is mod
fied as follows:

ln S' ln ScrF11
ln J

~2 lnJcr!
G5 ln Scr•Q, ~16!

where the term ln(Jcr) is approximately equal to 7263 andQ
represents the bracketed term. For materials in which
critical temperature is not known, Eq.~15! can be rearranged
to

~ ln S!2/35~GQ!2/3VFTc

T
21G ~17!

such that a plot of ln(S)2/3 vs (1/T) should produce a straigh
line.

Although the critical temperature is unknown, it can
estimated asTc;(Tb/0.6) whereTb is the boiling tempera-
ture of the material. The predictions of Scaled Nucleat
Theory for lithium, assuming aTc;2700 K and a flux of 109

cm23 s21 are also shown in Fig. 9. In this plot, the shad
gray region represents a6100 K range in the estimated crit
cal temperature.

Scaled Nucleation Theory predicts higher supersatu
tion values over this temperature range than does Clas
Nucleation Theory and these higher values tend to co
spond better with the measured data. At the lower temp
tures, this agreement is fairly good, but the data tends to h
a steeper drop in supersaturation with temperature than
dicted by Scaled Nucleation Theory. It is assumed that
fluxes in this work are fairly constant, very nearly 19

cm23 s21. It is very unlikely that a change in the flux coul
cause such a steep drop in the supersaturation values
example, consider the data at 1100 K. The supersatura
for SNT was calculated for a flux of 109 cm23 s21 and gives
of
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a value for ln(S) of 3.0. Even if the flux was dropped to
cm23 s21, SNT would predict ln(S) of 2.6—still higher than
the experimental data at this temperature.

The data collected by simply measuring the temperatu
and assuming a uniform spread in the vapor are shown
Fig. 10 as the small triangles. For comparison, the same p
ting scale is used as in Fig. 9 and predictions of CNT a
SNT are also shown in the plot. There tends to be be
agreement between the two data collection methods at
lower end of the temperature scale~we note that at these low
temperatures, the dimer concentration is quite low!. This is
encouraging since the spectroscopic data provide a me
of checking the accuracy of the results and the previous d
collected using this apparatus and method. The tempera
collected nucleation data tend to have a slightly steeper t
perature drop than those collected spectroscopically. The
persaturations for these data range from;380 at 830 K to
;5 at 1090 K. The scatter in the temperature-collec
nucleation data is still high, though not as great as for
spectroscopically collected data. Finally, these data also
to produce supersaturations more closely aligned with
predictions of SNT than CNT. Taking both sets of data
gether, we find the supersaturations range from;300 at 830
K to ;7 at 1100 K.

In Figs. 9 and 10, the predictions of SNT are plotted
estimating a value for the critical temperature and assum
V;2.0 andG;0.53. In previous work we have used o
experimental data to calculate these quantities as wel
such quantities as the critical cluster sizes over the temp
ture range studied. These calculations have been done fo
experimental data and the results are shown in Table III. T
quantities are given for the spectroscopic and temperat
collected data separately as well as for these two data

FIG. 10. Comparison of spectroscopically obtained nucleation data and
collected from temperature measurements and assumption about the
transport. Also shown in the plot are the predictions of Classical Nuclea
Theory~CNT!, Katz–Saltsburg–Reiss Theory~KSR! for associated vapors
and Scaled Nucleation Theory~SNT!. The gray shaded area are the pred
tions of Scaled Nucleation Theory based on a lithium critical temperatur
27006100 K.
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combined. The derived slope, intercept, squared correla
coefficient, critical temperature, excess surface entropy
molecule and range of critical cluster sizes according to S
are all shown in the table. The spectroscopic data predict
most reasonable values for the critical temperature,Tc , V,
and the critical cluster sizes,ncr even though the scatter i
this data set is very large. The results for the tempera
data alone predict unreasonably low critical temperatures
critical cluster sizes and a high value forV.

IV. CONCLUSIONS

Lithium nucleation was studied over the temperatu
range from 830 to 1100 K in a gas evaporation appara
yielding supersaturation ratios;300 to ;7 over this tem-
perature range, respectively, with an estimated flux of9

cm3 s21. Upon heating the lithium we observed a faint o
ange fluorescence, presumably due to atomic lithium va
At higher temperatures this orange fluorescence was o
shadowed by the strong green fluorescence of the lith
dimer. Changes in the dimer-smoke plume diameter with
creasing pressure/increasing temperature suggested tha
vapor concentration was being diluted slightly due to e
hanced diffusion/decreased convection or a combination
the two. Therefore we applied a simple correction to acco
for the apparent spread in vapor with increasing tempera
and/or decreasing pressure. These data were also checke
atomic absorption to measure the concentration of
lithium vapor just before the point of condensation. In ge
eral the two approaches yield similar results, although th
is considerable scatter in the spectroscopically-determ
data. At the lower temperature range of the data, wh
dimers are least important, the agreement between the
approaches is rather good; at the higher temperature ra
the drop in supersaturation with increasing temperature
greater for the temperature-collected data than for the s
troscopic data.

The supersaturation ratios measured in both data set
larger than those predicted by Classical Nucleation The

TABLE III. Experimental data sets and predictions of the Scaled Nuclea
Theory.

Data set Slope Intercept r 2 Tc ~K! V ncr

Spectroscopic data 4470 22.15 0.68 2080 2.20 11–32
Temperature data 6390 24.29 0.91 1490 4.40 1–11
Both sets 5690 23.52 0.81 1620 3.61 8–21
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Modifications to Classical Theory to account for the pre
ence of the dimer in the lithium vapor do not appear to
large enough to account for such a discrepancy. Sca
Nucleation Theory predicts higher supersaturation ra
over this temperature range and the data and this theory
to be more closely matched. Unfortunately Scaled Nuc
ation Theory also fails to offer a perfect fit to the experime
tal data.
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